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Test Report

T IRy A7 TR A) | O A
CHUNG HWA PULP CORPORATION

G PIEEE R R IE =51k 124
12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPFEI CITY 100, TAIWAN, R. O. C.

G (No.) : CE/2013/72060 HH(Date) : 2013/07/17 B $(Page) : 1 of 9

TR ESL P HERFTPTIRMAAEE (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

A B B (Sample Submitted By) ¢ PEKI|LMH A R & (CHUNG HWA PULP CORPORATION)
Hedb £ %5 (Sample Deseription) : COATED PAPER (4Rpnéf#d)

YA B B (Sample Receiving Date) + 2013/07/10

M3 M (Testing Period) : 2013/07/10 TO 2013/07/17

B2 4 R (Test Results) : #AF—18 (Please refer to next pages).

Member of the SGS Group
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Test Report

&3 AR N A TR 6 00
CHUNG HWA PULP CORPORATION

SEhFTFEEER G —FE519E12

12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. O. C.

EFH (No.) : CE/2013/72060 B #(Date) : 2013/07/17 HH(Page) : 2 of 9

MK R (Test Results)

#1138 3842 (PART NAME)No. 1 i A &K (WHITE PAPER)
MR % R il B
(Test Items) (Unit) (Method)
(MDL) No.1
43 / Cadmium (Cd) mg/kg | FIEC 62321: 20087 %, UAEEH/LST 2 n.d.
R T A EEEEN . / With reference
to IEC 62321: 2008 and performed by
ICP-AES.
4% / Lead (Pb) mg/kg |%FIEC 62321: 200877, WAAEEHB/LST 2 n.d.
R T H BN . / With reference
to IEC 62321: 2008 and performed by
ICP-AES.
# [ Mercury (Hg) mg/kg |%&FIEC 62321: 200873, WAREHRLT 2 n.d.
HE T B AEBEER . / With reference
to IEC 62321: 2008 and performed by
ICP-AES.
71844 / Hexavalent Chromium mg/kg |%#1EC 62321: 20087 3, ¥AUV-VISH . 2 n.d.
Cr(VI) / With reference to IEC 62321: 2008
and performed by UV-VIS.
SR R APTAH B2 IS L4 mg/kg |%FIEC 62321: 20087 3%, WARAMEH/H 5 n.d.
244 / Hexabromocyclodedecane B M. / With reference to IEC
(HBCDD) and all major 62321: 2008 method. Analysis was
diastercoisomers identified (of- performed by GC/MS.
HBCDD, /3- HBCDD, < - HBCDD) (CAS
No.: 25637-99-4 and 3194-55-6
(134237-51-7, 134237-50-6,
134237-52-8))
MAE=VPE: PRI THE / BBP % FEEN 14372, ARARBE A/ E G ER 2. 0.003 n.d.
(Benzyl butyl phthalate) (CAS / With reference to EN 14372. Analysis
No.: 85-68-7) was performed by GC/MS.

Member of the SGS Group
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Test Report
o 3 A E R AT TR )

CHUNG HWA PULP CORPORATION

ST YEEREE BB 5112
12F, NO. 51, SEC.

A (No.)

: CE/2013/72060

2, CHONGCING SOUTH RD.,

B #f (Date) : 2013/07/17

A # (Page)

JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. 0. C.

3 of 9

il - P TN | BR
(Test Items) (Unit) (Method) o R AA (Result)
(MDL) Neo.1l
AR =8 —TaE / DBP (Dibutyl % - FEN 14372, ARABE/E EHEHER 2. 0.003 il
phthalate) (CAS No.: 84-74-2) / With reference to EN 14372. Analysis
was performed by GC/MS.
ME—_FE— (2-2 4 K8 / % FAEEN 14372, LRAAB AT/ H EE R = 0.003 n.d.
DEHP (Di- (2-ethylhexyl) / With reference to EN 14372. Analysis
phthalate) (CAS No.: 117-81-7) was performed by GC/MS.
$iaB ¥ iAo / Sun of PBBs mg/kg £ i .
— &M% / Monobromobiphenyl ng/kg 5 -
—%BER / Dibromobiphenyl mg kg 5 .
ZEBER / Tribromobiphenyl mg /g 5 ads
iR / Tetrabromobiphenyl mg kg 5 ey
HEHA / Pentabromobiphenyl mg kg 5 oy
STiEME % / Hexabromobiphenyl mg kg 5 .
LB % / Heptabromobiphenyl mg/kg 5 -~
ANGRBEX / Octabromobiphenyl mg kg 5 T
LM / Nonabromobiphenyl ng/kg ) 5 e
+i&Hi xR / Decabromobiphenyl mg kg ig:i]ﬁzfzi 3008?5’5’?- ¥A ?L#E;f;*ﬁ'f? 5 o
B oLl I ith reference to
SAMARMAT | Suwion PEOES PE/KE 169391: 2008 and performed by GC/MS. _ SisHs
— &M RA / Monobromodiphenyl ether | mg/kg 5 —_—
ZRBEIEEE / Dibromodiphenyl ether mg/kg 5 ol
ZRHERE&E / Tribromoediphenyl ether mg/ kg 5 el
VIR RAE / Tetrabromodiphenyl ether| mg/kg 5 Ak
Z W8 / Pentabromodiphenyl ether | mg/kg 5 s g
ST MERA&t / Hexabromodiphenyl ether mg kg 5 il
iR KA / Heptabromodiphenyl ether| mg/kg 5 -~
ANGBBE A& / Octabromodiphenyl ether mg /kg 5 i
LW K& / Nonabromodiphenyl ether | mg/kg 5 A
+ MRS / Decabromodiphenyl ether | mg/kg 5 =
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Test Report
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CHUNG HWA PULP CORPORATION

GHTPEREFHB 515124
12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. O. C.

A5 (No.) : CE/2013/72060 H#(Date) : 2013/07/17 A $(Page) : 4 of 9

H#3E(Note) :
1. mg/kg = ppm; 0.1wt% = 1000ppm
2. n.d. = Not Detected (Fiki)
3. MDL = Method Detection Limit (77 4R 4R 4E)
4. "-" = Not Regulated (B IEAE)

spx. Attention is
ts the Company's
not exonerate parties
=n approval of the
tent of the law.

npany's sole res
to a transaction from ex ] This document cannot be reproduced, except in fi
Company. Any unauthorized alteration, for r appearance of this document is unlawf nd offenders may be pra
Unless otherwise stated the results shown in this test report refer only to the sample(s)

L . F

33 inai In P aipai City, Taiwan / $7dt fi#

Member of the SGS Group
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Test Report

A AT A TR 8]
CHUNG HWA PULP CORPORATION
GELTFERER B _FO1IRI2HE

P25 (No.)

12F, NO. 51, SEC. 2, CHONGCING SOUTH RD.,

: CE/2013/72060

B #1(Date) 2013/07/17

1) ARIE A T i AL B 24k 0 AR LR 2R o ( SR M F &k ) [ These samples were
dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )

2) MEAH : B  Name of the person who made measurement: Climbgreat Yang

3)  mE A A kLA [ Name of the person in charge of measurement: Troy Chang

| WH - ¥ 45 / Culting - Preparation

¥

| WAL F ¥ / Sample Measurement I

A # (Page)

JHONGJHENG DISTRICT, TAIPEI CITY 100,

5 of 9

TAIWAN, R. 0. C.

v

£ Pb~ 45 Cd

A Hg
.4

s o
¥ (Note™ )

et R B AR 6 A W @l i o e B AT AL (de T &
Fr o= ) / Acid digestion by suitable acid depended on

o af/ sk B RUER o RO e S
Microwave digestion with HNOa./HCI/HF

v

different sample material (as below table) i

i / Filtration

—

| ik | Solution |

-

Ao 3 G iz [ Add
appropriate amount of
digestion reagent

v

| %% | Residue |

v

Aotk E iR AT
I [ Heat to appropriate
temperature to extract

1) #rkEakid: /Alkali Fusion

v

2) #@agEAF /HCI to dissolve

| B AR S TR TR /ICP-AES |

v

AEp ik iB Rk ss [ Cool,
filter digestate through filter

v

M H [ Sample Material

il L. % #8 45 / Digestion Acid

A, 48, 48, 174 [/
Steel, copper, aluminum, solder

ok, wiEE, @Ak, RS W RK
Agqua regia, HNO3, HCI, HF, H.0;

e nEFEE /Add
diphenyl-carbazide for
color development

v

#%3% | Glass AR, 8 88/ HNOW/HF
&, sh, de, ME / I sk [Agqua regia
Gold, platinum, palladium, ceramic

5% [ Silver # i [ HNOa

# s [ Plastic

Hmk, Aok, sHEk, @k [ H.SO., H:0z HNO;, HCI

itk [ Others

o Al E 6 A E £ 2% M [ Added appropriate
reagent to total digestion

LR SRR -T LR R &
4 db B e 72 540 nm &) R
YL & / measure the
absorbance at 540 nm by
UV-VIS

Note** : (1) &t #3525+ H Ao ol HE S 4B > A $i £ 90~95°C 3 3. / For non-metallic material, add alkaline digestion reagent and heat
to 90~957C.
(2) & # & 8HAtH o rcdbok o Aot EH 3T [ For metallic material, add pure water and heat to boiling.
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MR A R F] O R
CHUNG HWA PULP CORPORATION

G PERER IS 124E

12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. 0. C.

345 (No.) : CE/2013/72060 H#(Date) : 2013/07/17 E# (Page) : 6 of 9

SAE+ =% 4 iAEE HBCDD analytical flow chart

B R AE : Fo,# / Name of the person who made measurement: Roman Wong
W i A F A k& E [ Name of the person in charge of measurement: Troy Chang

oo AT i 3/ Sample pretreatment

|

# 5 3 Ju Sample extraction /
A3 % ik 3 B 7% Ultrasonic method

!

EBURIEUIAE /
Concentrate/Dilute Extracted solution

!
L i [ Filter
!

VA RAR R IT I SRR AT
Analysis was performed by GC/MS

!
#4k [/ Data
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Test Report
TEMRERTARR S

CHUNG HWA PULP CORPORATION

ST PIEEE I 5 1R12E
12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. O. C.

#EAG (No.) : CE/2013/72060 H #f(Date) : 2013/07/17 B $(Page) : 7 of 9

TEH 742 B / Analytical flow chart of phthalate content

B M AE - §5%# [/ Name of the person who made measurement: Roman Wong
u Al A A 5k ¥ [/ Name of the person in charge of measurement: Troy Chang

o AT R IE 54k
Sample pretreatment/separation

!

HEEREAEXERE /

Sample extraction by soxhlet method
FE IR SR IAAE

Concentrate/Dilute Extracted solution

'

AR ATH SRR AT/
Analysis was performed by GC/MS

!

#4% / Data




R R IR E
Test Report

g RN A TR R ) N
CHUNG HWA PULP CORPORATION

GRTFEERE R R o112
12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. O. C.

$E85 (No.) : CE/2013/72060 E #(Date) : 2013/07/17 H# (Page) : 8 of 9

FABE/ S A X 54742 / PBB/PBDE analytical FLOW CHART
B A AH 54 [ Name of the person who made measurement: Roman Wong
B o H A FA : fkek®E [ Name of the person in charge of measurement: Troy Chang
kiR HAZHF [ First testing process ———»
i 5L #5442/ Optional screen process sesssss:
Hi32AZ & | Confirmation process — - — -p

| Sample / #.% |
v
| Sample pretreatment / 4 % A7 5L 5L |

Screen analysis / # il 44

hd

Sample extraction # & 3 T/
Soxhlet method 4 s, 3% Ju i

1
v

Concentrate/Dilute Extracted solution
3R M 1A

T
hd

| Filter | 3 T i & |

|
v

| Anaysisby Goms 1 ki m e |

1
v

| Issue Report {£474R% |
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Test Report

TR TR 8 R
CHUNG HWA PULP CORPORATION

SR EREFHB 515124

12F, NO. 51, SEC. 2, CHONGCING SOUTH RD., JHONGJHENG DISTRICT, TAIPEI CITY 100, TAIWAN, R. O. C.

$RAS (No.) : CE/2013/72060 H#(Date) : 2013/07/17 A $(Page) : 9 of 9

* BAE P HEET MATAETBERZE S/ HE. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

CE/2013/72060

#% Jgp 4 LE R, (End of Report) ##

. Attention is

1 information con

2 s to its Client and th
ument cannot be reproduced, except in f
sument is unlawful and offenders may be ¢

ntion ar
1g all their righ

extent of the law.

) T
the results shown in this test report refer only to the sampl

33 i City, Taiwan / #7463 10 8 % 5 & f

Member of the SGS Group
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R AL
Test Report

HiEE H M H R 8 / KODAK TRADING CO., LTD. (RO AR R
(B ##T & K TOKA / T & K TOKA CO., LTD.)

(= ERME(FH#H)AFRSE / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

SILT AR E KR I&248824% / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FHAF4EE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FRAMR LD EFE L B0 A P CH —E510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

EA5 (No.) : CE/2014/50685 B #1(Date) : 2014/05/12 HH (Page): 1 of 6

WUTREB LB PHRFATIRMEBEA (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

A B (Sample Submitted By) : #TiEH HAfrH R a8 (KODAK TRADING CO., LTD.)
ti oo & # (Sample Description) : SUPER TEK GT YELLOW ML (SUPER TEK GT #ML)

J7 & B (Country of Origin) :  HZA (JAPAN)
‘fi’f*ﬂ—ﬁf](Samplc Receiving Date) : 2014/05/06
mdﬁﬁﬁﬂﬁﬁ(Testing Period) : 2014/05/06 TO 2014/05/12

M E £ (Test Requested) : TRIKHES EHK. $#RoHS 2011/65/EU Annex 11 $34if743, 4. R, ~ME&. 58
3#,5:,%35% E&;H]a{,. (As specified by client, with reference to RoHS Directive
2011/65/EU Annex II to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs

contents in the submitted sample.)

M3 H i (Test Method) : #RAF—H (Please refer to next pages).

M 3K 4k £ (Test Results) #RAF—H8 (Please refer to next pages).

Chemical Laborat[:ry — Taipei

This docurment is issued by the Company subject to its General Conditions of Service printed overleaf, aval\a::leonraquestoraccesslhleat v.505.C E T Condit

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at hit Attentl:n is
drawn to the limitation of ligbility, indemnification and jurisdiction issues defined therein. Any holder of this documem ] ad.rlsed that \nformatlan contained here:n reflects Ihe Company's
findings at the time of its intervention only and within the limits of client's instruction, it any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their nghts and chligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law
Unless otherwise stated the results shown in this test report refer only to the samplels) tested

33, Wu Chuan Rd., New Taipei Industrial Park, Mew Taipei City, Taiwan / $d0 gL i % F RS 3348

i for A Mk 2> 3] 14886 (022290 39704886 (02)2200 3937 wwwwe.5gs 4w
|
Member of the SGS Group
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Test Report

FTiEq H Mty A w8 / KODAK TRADING CO., LTD. O R
(# X & #T & K TOKA / T & K TOKA CO., LTD.)

(¥ EREMB(FR)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

LI RFE B KR IE245524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R A E A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHAME VS A PHE30EI &P B —AE510% / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

A5 (No.) : CE/2014/50685 B # (Date) : 2014/05/12 A ¥ (Page): 2 of 6

M R (Test Results)

i) 3% 842 (PART NAME)No.1 : ¥ é 54k (YELLOW PASTE)

F AR 0 R

L T 1 R R #EmE4E | (Result)

(Test Items) (Unit) (Method)

(MDL) No.1

43 / Cadmium (Cd) mg/kg |4 FTEC 62321-5: 2013F i, WA EBL 2 n.d.

ERR TR EREN. / Vith
% / Lead (Phb) mg/kg |reference to IEC 62321-5: 2013 and 2 o o O

performed by ICP-AES.
# / Merecury (Hg) mg/kg |[%FIEC 62321-4: 2013F 3, WA EBE 2 n.d.

TR TS AR, / With

reference to IEC 62321-4: 2013 and

performed by ICP-AES.
=18 4% / Hexavalent Chromium mg/kg |%#1EC 62321: 2008%F &, VAUV-VISHE|. 2 n.d.
Cr(VI) / With reference to IEC 62321: 2008

and performed by UV-VIS.
$ A ¥t / Sum of PBBs mg/kg - n.d.
—iRWEX / Monobromobiphenyl ng/kg 5 e
—i&W#* / Dibromobiphenyl ng/kg 5 n.d.
ZRBER / Tribromobiphenyl ng/kg 5 S
VIR R / Tetrabromohiphenyl mg/kg |44 TEC 62321: 2008% 3%, RAABBIT/E 5 n.d.
FRBK / Pentabromobiphenyl mg/kg [EHEAHA . / With reference to IEC 5 n.d.
SR / Hexabromobiphenyl mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.
LR Hi3R / Heptabromobiphenyl ng/kg 5 i
ANREER / Octabromobiphenyl mg/kg 5 ey
JRHE R / Nonabromobiphenyl ng/kg 5 T
+i& W% / Decabromobiphenyl mg/kg 5 o

This document is issued by the Company subject to its General Conditions of Service printed overleaf, avail a:eonrequerlorac-"essmleat t . i-Cor

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at ttentlon is
drawn to the imitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is adv |red that information \.omalned herean reflects the Company's
findings at the time of its intervention only and within the limits of client's instruction, if any. T".a Company's sole responsibility is to its Client and this document does not exonerate par ties
to & transaction from exer 1g all their nghts and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law
Unless otherwise stated the results shown in this test report refer only to the samplels) tested.

33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / #7t i #102E SR E H MIE33%

oo lTawan Ltd. & /% Sk #H L A6 7 T4 4] t+886 (02)2299 3279 +806 [02)2299 3237 www.sgs.tw
|

Member of the SGS Group
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Test Report

it H Aty A RN 8 / KODAK TRADING CO., LTD. A
(B &+T & K TOKA / T & K TOKA CO., LTD.)

(R#FH 2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R MG E AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHRARE LY SR LHEI0FEI AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

35 (No.) : CE/2014/50685 B # (Date) : 2014/05/12 H # (Page): 3 of 6

A Bz R % Tdw | EX
(Test Items) (Unit) (Method) R AE (Result)

(MDL) No.1

$ AW ¥asfo / Sum of PBDEs mg/kg B 4
— R R EE /S Monobromodiphenyl ether mg/kg 5 0 d.
RN R EE /S Dibromodiphenyl ether mg/kg 5 = s
ZGRMEREE / Tribromodiphenyl ether mg/kg 5 n.d.
W%t RBE / Tetrabromodiphenyl ether [ mg/kg %42 1EC 62321: 200893, AR/ H 5 o
B RMREL / Pentabromodiphenyl ether | mg/kg [4R4RMA. / With reference to IEC 5 n.d.
N At / Hexabromodiphenyl ether | mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.
AR RE / Heptabromodiphenyl ether | mg/kg 5 o
AR A& / Octabromodiphenyl ether | mg/kg 5 .
LT R Nonabromodiphenyl ether mg/kg 5 G e
&Mt Kft / Decabromodiphenyl ether | mg/kg 5 n.d.

3L (Note) :
1. mg/kg = ppm s 0.1wt% = 1000ppm
2. n.d. = Not Detected (F#:h)
3. MDL = Method Detection Limit (7 318 8] 45 FR 18 )
4. "-" = Not Regulated (BHIEE)

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on lequart or accessible at .505. i-Condit
and, for electronic format documents, subject to Terms and Cenditions for Electronic Documents at hit P ttentlan s
drawn to the limitation of liability, indemnification and jurisdiction issues defined thersin. Any holder of this document s adv |red that mfc}r"r.atl::n cantalnad hera::m reflects the Company’s

findings at the time of its intervention only and within the limits of client's instruction, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or eppearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the samplels) tested

33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / ¥rib AL e # M & f 5335

=) ++B886 (02)2299 3279 {4886 (02)2299 3237 www.sgs.tw
]

Member of the SGS Group
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Test Report

AT H B My A P2 8 / KODAK TRADING CO., LTD. RO A T
(#hAX,€4#T & K TOKA / T & K TOKA CO., LTD.)

(2 2EB(FH)AM RS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S KB E KR I&E 2488248 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAFHIEE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FBRAAL PSRk B30I AP H —AE510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

%45 (No.) : CE/2014/50685 B # (Date) : 2014/05/12 A # (Page): 4 of 6

1) B TeAEE 88 R R 2EM - SMEmAF &Nt ) /These samples were

dissolved totally by pre-conditioning method according to below flow chart. ( Cr*" test method excluded )
2) Al FHAH :#41 /Name of the person who made measurement: Climbgreat Yang
3) AlFEBFA ke /Name of the person in charge of measurement: Troy Ghang

| %~ Wk / Cutting - Preparation
| i WAk % F# / Sample Measurement I
& Pb - 45 Cd 2 H R4k Cr™
n v 4 g e
v L 4 y (Note™)
e B T Bl 4k o5 e 4 0 Mo wd il B Ak 4T B (e T R R AR T B A R LR s S e il B i / Add
# i} [ Acid digestion by suitable acid depended on Microwave digestion with HNO»/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v ¥
1838 (Bltration }—l ot B O B ERAT AL
Ju /Heat to appropriate
=i/ Solution | # ;% /Residue | temperature to extract
1)  #&#aik /Alkali Fusion ik s % / Cool,
* 2) R&uEM /HClto dissolve filter digestate through filter

LA e R T4 A /ICP-AES |

v

#3544 / Sample Material #Aoak iz 4840 / Digestion Acid ho B AR/ Add
A, M, s, 54/ Eak, wink, e, QA TRA S diphenyl-carbazide for
Steel, copper, aluminum, solder Agua regia, HNOs, HCI, HF, H202 color development
3 % /Glass o &, 4L fLsk [ HNOa/HF 3
£, 50, 2, ME [/ I s /Aquaregia
Gold, platinum, palladium, ceramic BESE-TRAALERE ¥
i / Silver s [ HNO; ) 5 E A 72 540 nm &y o)
# i / Plastic BEE, W B0k, HiaG, Bak / HaS0,, H.0z HNOj, HCI A /measure the
L1 /Others o il B 84 3 E E % 4888/ Added appropriate absorbance at 540 nm by

reagent to total digestion UV-vIS

Note**: (1) 4t # 3k & B4 # Ho ol b5l {b ik > Ao #h £ 90~95°C 3 He. / For non-metallic material, add alkaline digestion reagent and heat
to 90~95°C.
(2) $t# & B HH e sbk o Ao E # MR,/ For metallic material, add pure water and heat to boiling.
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Test Report

FTiEq H Mty A w8 / KODAK TRADING CO., LTD. | O
(# X &#T & K TOKA / T & K TOKA CO., LTD.)
(R#FhmEEMB(FR)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

LI RF B K/R 245524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R A EA9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHAREYEE PHE0EI &P B —E510% / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

A5 (No.) : CE/2014/50685 B # (Date) : 2014/05/12 A # (Page): 5 of 6

$iaBR/ 5 A% X 54744 H / PBB/PBDE analytical FLOW CHART

B AR i / Name of the person who made measurement: Roman Wong
B R A A % E [ Name of the person in charge of measurement: Troy Chang
M SAAZ F [ First testing process ——p

TR G HEALA [ Optional screen process sssms s

#3242 /% / Confirmation process = - — «p

| Sample / #% & |
v
| Sample pretreatment / 1§ 5% A7 & 72 |

Screen analysis / 41 5 4 #f .
T T T T O T T e
1
v
Sample extraction 1§ 4% 3 B/
Soxhlet method 4 & 3R

]
v

Concentrate/Dilute Extracted solution

£ AT
3
| Filter / % fsi i@ |
v
| Analysis by GOMS / fuin & #i K ko H |
v

| Issue Report #3714 % |
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Test Report

ik g 5 AMRE 3 / KODAK TRADING CO., LTD. (A
(X, &+#T & K TOKA / T & K TOKA CO., LTD.)

(PHF 2 EMB(FHR)FMRSE / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S RE E KBS 24524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 $ A5G E A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FH AR Ry oE Ak B30 E P 0H —AE510% / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

575 (No.) : CE/2014/50685 B (Date) : 2014/05/12 A # (Page): 6 of 6

* BAPRAFHEART  DATHETEERNZES/RE. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

CE/2014/50685

#% 3PALER (End of Report) **
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K5 (No.) : CE/2014/50686 B #f (Date) : 2014/05/12 A (Page): 1 of 6

Test Report

Wit q H ARy A M8 / KODAK TRADING CO., LTD. [ 00 O
(# X, 4+T & K TOKA / T & K TOKA CO., LTD.)

(REH ZREM(FH#H)AIRSE / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST AR E K/E 2458245 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FARHASE K®T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHRAF LV EE L E309ErE P o —E510%F / ROOM 510, TOVER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

RTRAFBRSE OV HERFATIRMBEHER (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

FH A B (Sample Submitted By) ¢ #Ti&H & W47 H R 8 (KODAK TRADING CO., LTD.)
1 5 & #% (Sample Description) : SUPER TEK GT MAGENTA ML (SUPER TEK GT #rML)

o & B (Country of Origin) : HA& (JAPAN)

otk Bl ] (Sample Receiving Date) : 2014/05/06

M K (Testing Period) : 2014/05/06 TO 2014/05/12

MR E L (Test Requested) : RIEHEP BE, £ HRoHS 2011/65/EU Annex 11 3544745, 48, K. ~E%. $am
R, HREORKE A A . (As specified by client, with reference to RolS Directive
2011/65/EU Annex II to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs

contents in the submitted sample.)

M) 3 # 3£ (Test Method) : #RATFT—1A (Please refer to next pages).

M 3K 4% E(Test Results) #A F—TH (Pleasc refer to next pages).

Chemical Labnrat[:ry — Taipei
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A A ML
Test Report

AT H B My A k2 8 / KODAK TRADING CO., LTD. RO AR T
(#hAX,€#T & K TOKA / T & K TOKA CO., LTD.)

(¥ 2EMB(FH)AM RS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S KB EK/EI&E 2488248 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAFHMHEE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FBRAA L VS B30 AP B —AE510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

5545 (No.) : CE/2014/50686 B # (Date) : 2014/05/12 A # (Page): 2 of 6

R E 4 R (Test Results)

i) 2% 8F 4z (PART NAME)No.1 : # @ § 4 (RED PASTE)

7 1A ) g%

XA Vi 03y 3k | asmmics

(Test Items) (Unit) (Method)

(MDL) No.1

43 / Cadmium (Cd) mg/kg |42 TEC 62321-5: 2013F 3, WL R84 2 n.d.

FRR T RAMAF RGN, / With
4% / Lead (Pb) mg/kg |reference to IEC 62321-5: 2013 and 2 n.d.

performed by ICP-AES.
s / Mercury (Hg) mg/kg |4 #IEC 62321-4: 2013F 3%, VAR JE484 g n.d.

FHRB T4 R EBRAER. / Vith

reference to IEC 62321-4: 2013 and

performed by ICP-AES.
<18 4% / Hexavalent Chromium mg/kg |F#1EC 62321: 2008 &, ¥MAUV-VISHR. 2 n.d.
Cr(VI) / With reference to IEC 62321: 2008

and performed by UV-VIS.
54 %% / Sun of PBBs mg/ kg - n.d.
—i&HE X / Monobromobiphenyl mg/kg 5 e
—i&¥FR / Dibromobiphenyl ng/kg 5 n.d.
Zi&BEXR / Tribromobiphenyl ng kg 5 NS
YRR / Tetrabromobiphenyl ng/kg %4 1EC 62321: 200893k, RAAB/E 5 n.d.
Fi&EHE R / Pentabromobiphenyl mg/kg |3EfR A . / With reference to IEC 5 n.d.
IR / Hexabromobiphenyl ng/kg 62321: 2008 and performed by GC/MS. 5 n.d.
&M R / Heptabromobiphenyl ng/kg 5 i,
MNiRHE R / Octabromobiphenyl mg/kg 5 E
kB / Nonabromobiphenyl mg/kg 5 N
+i& B %R / Decabromobiphenyl ng/kg 5 n.d.
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Test Report

FTiEq H Mty A w8 / KODAK TRADING CO., LTD. OGO R
(# X &#T & K TOKA / T & K TOKA CO., LTD.)

(R#FhmEEMB(FR)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

LI RF B K/R 245524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R A EA9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHAREYEE PHE0EI &P B —E510% / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

A5 (No.) : CE/2014/50686 B # (Date) : 2014/05/12 A $ (Page): 3 of 6

R B ¥ R 3 TaMm | BX
(Test Items) (Unit) (Method) &R AR (Result)

(MDL) No.1l

$ AW EsiAr / Sum of PBDEs ng/kg B o d
— R R EE /S Monobromodiphenyl ether mg kg 5 0d
R ORE Dibromodiphenyl ether mg/kg 5 oW
ZiRWEREE / Tribromodiphenyl ether mg/kg 5 n.d
9% KA / Tetrabromodiphenyl ether | mg/kg |44 1EC 62321: 2008% 3. A&/ H 5 T
%R W8 / Pentabromodiphenyl ether | mg/kg |dB#A4R#. / With reference to IEC 5 n.d.
NiRM K% / Hexabromodiphenyl ether | mg/kg |62321: 2008 and performed by GC/MS. 5 n.d
AR K& / Heptabromodiphenyl ether | mg/kg 5 .
AR &L / Octabromodiphenyl ether | pg/kg 5 =@
LRI R Nonabromodiphenyl ether mg/ kg 5 ood
&M K& / Decabromodiphenyl ether | mg/kg 5 n.d

3t (Note) :
1. mg/kg = ppm s 0.1wt% = 1000ppm
2. n.d. = Not Detected (FK#rh)
3. MDL = Method Detection Limit (7 {8845 FR{&)
4. "-" = Not Regulated (BHIEH)
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Test Report

FixH B4y /A2 8] / KODAK TRADING CO., LTD. (RO OO AR AR
(JH:EK'??}_T & K TOKA / T & K TOKA CO., LTD.)

(F#E:H ZEMB(5#%)AMRELE / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST AE B KR 245824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAEHIGE K°T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHRAFR LD EFE L E0EHA P H —AE510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

A5G (No.) : CE/2014/50686 H#(Date) : 2014/05/12 B #H (Page): 4 of 6

1) MBS TEAAERZEG 2502 2EM8 (SR mE ¥ &) /These samples were

dissalved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )
2) A FEAH : 44 /Name of the person who made measurement: Climbgreat Yang
3) AR B ks ® /Name of the person in charge of measurement: Troy Chang

| W4k - W f4L% / Cutting - Preparation

v

| ##4L2 FF / Sample Measurement |

|
s Pb+ 4 Cd A H > & 4% Cr®
5 > 4R a -
L 4 v v (Note*™™)
e dE 7 E AR et 0 Mt B AR i AT (e T & B G S ER A S A RUsk A LR Ak oo il 5 bk / Add
77 <) [ Acid digestion by suitable acid depended on Microwave digestion with HNOQy/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
Y ¥
B Fiation }—l otk B O L AT S AL 3
¥ /Heat to appropriate
@/ Solution | 7% /Residue | temperature to extract
1) #tEaki / Alkali Fusion A%k 854 & / Cool,
+ 2) HEEM /HClto dissolve filter digestate through filter

LA & T 4R T4 AR/ ICP-AES |

v

# 4 HH [ Sample Material W ALEE e 48 #1 / Digestion Acid o A8 B A B E [ Add
A, W, s, Ik, ik, BEk, RAk, ALK/ diphenyl-carbazide for
Steel, copper, aluminum, solder Agua regia, HNOs, HCIL, HF, H202 color development
3% i /Glass a1 8, i A s HNOo/HF I
4, 40, e, BE / %7k /Aqguaregia
Gold, platinum, palladium, ceramic VAR BT LR A S
#& [ Silver i f (HNO4 ) K 5 R i 7 540 nm &y R
# I% / Plastic BoEE, Rk, #iak, Bak | H.SO4 HaOa, HNOg, HCI W& /measure the
#4u [ Others e o il 6 B E R AR | Added appropriate absorbance at 540 nm by

reagent to total digestion uv-vis

Note*: (1) & #f 3k & B+ 4 do 2 kb 1 (L% ho dh & 90~95°C % He. / For non-metallic material, add alkaline digestion reagent and heat
to 80~95C.
(2) St & 08 4 # Ao ~csh Ak o Ao #h E dF AR B/ For metallic material, add pure water and heat to boiling.
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Test Report

FTiEE SRR A M2 8 / KODAK TRADING CO., LTD. IGO0  RUR
(# 3 & #T & K TOKA / T & K TOKA CO., LTD.)

(REHEHEMBE(FH)AR2E / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

£ AR EKMRIL245524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FEAIEEKRT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHRAF T ER B30 A P 0¥ —E510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

$EB X/ S B X8 2442 E / PBB/PBDE analytical FLOW CHART
B A H 385 / Name of the person who made measurement: Roman Wong
W3 AT A dkaAE [ Name of the person in charge of measurement: Troy Chang
#2539 A2 A/ First testing process ———p
EIFM G EALF [ Optional screen process sessumu:
Hi3a42 F [ Confirmation process — - — -p

| Sample / #: & |
v
| Sample pretreatment / # 5 Ay 2 |

Screen analysis / #7 & 547

hd

Sample extraction 4§ &% 3 5/
Soxhlet method 4 &, MRk

b, 3
Concentrate/Dilute Extracted solution
ES R i

v

| Filter / 3 ik &% |
v

| Analysis by GG/MS / §18 & 47 K ii-th 447 |
T
v

| Issue Report #4748 % |
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Test Report

Wit F By A FR2 8] / KODAK TRADING CO., LTD. (AN R R
(X 4T & K TOKA / T & K TOKA CO., LTD.)

(R m B RSB (HHR)HMR 23 / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

Sk RE B KA 249824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAHESE A"T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(AR LV EE L3004 P H —E510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

3575 (No.) : CE/2014/50686 B #] (Date) : 2014/05/12 B # (Page): 6 of 6

P RAYRAFART  MAFTATHRAZIES/HaE. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)
P P ¥ p

CE/2014/50686

SUPER TEK GT
MAGENTA(K)!

#* ALk (End of Report) *%
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Signature Not Verified

For Quesfion,
Please Contaft with SGS
www.tw.sgs.gom
- é i
R AL —_— |
35 (No.) : CE/2014/50687 8 #) (Date) : 2014/05/12 H # (Page): 1 of 6

Test Report

G M frA RS & / KODAK TRADING CO., LTD. [ A
(X, 44T & K TOKA / T & K TOKA CO., LTD.)

(R#FH BB (FER)AM S / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S AF B K/RIE245524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R A E A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHRAR LV SR PHEI0EI AP P —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

RTER e PHRFTAAIRMAEE (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

A (Sample Submitted By) : i % HMArA R 8 (KODAK TRADING CO., LTD.)
Hedh 4 #% (Sample Description) : SUPER TEK GT CYAN ML (SUPER TEK GT FML)

J& & B (Country of Origin) : B AR (JAPAN)
M 8 ¥ (Sample Receiving Date) : 2014/05/06
A M (Testing Period) : 2014/05/06 TO 2014/05/12

B3 E K (Test Requested) : (RIEF P BEK, SHRoHS 2011/65/EU Annex 11 5414745, 45, K, <4, 548
F, FORBEREE K. (As specified by client, with reference to RoHS Directive
2011/65/EU Annex II to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs

contents in the submitted sample.)

M 3K 9 3£ (Test Method) s #AT—H (Please refer to next pages).

M 3K 4k K (Test Results) #H A F—H8 (Please refer to next pages).

Chemical Laborat[:ry — Taipei
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AR ML
Test Report

FiEH H A A R 8 / KODAK TRADING CO., LTD. O O
(B &+T & K TOKA / T & K TOKA CO., LTD.)

(R#FH 2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAMAGE AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHRARE LY SR LHEI0FEI AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

3 5 (No.) : CE/2014/50687 B # (Date) : 2014/05/12 B # (Page): 2 of 6

K 42 F (Test Results)

3 2% 3812 (PART NAME)No.1 i B & F4k (BLUE PASTE)

¥ & 4A L $ 3

XA 8 i R AT & ERE | (Result)

(Test Items) (Unit) (Method)

(MDL) No.1
43 / Cadmium (Cd) mg/kg |42 IEC 62321-5: 2013% 3, W& R L 2 n.d.
TR T B AR / With
4% / Lead (Ph) mg/kg |reference to IEC 62321-5: 2013 and 2 n.d.
performed by ICP-AES.
s / Mereury (Hg) ng/kg |%FIEC 62321-4: 2013 %, WAEEBE 2 n.d.
FAR T A R RARA. / With
reference to IEC 62321-4: 2013 and
performed by ICP-AES.
{8 4% / Hexavalent Chromium mg/kg |$#IEC 62321: 2008F i, VAUV-VISHR]. 2 n.d.

Cr(VI) / With reference to IEC 62321: 2008
and performed by UV-VIS.

$ 4B XA / Sun of PBBs mg/kg B .
— B / Monobromobiphenyl mg/kg 5 e
Zi&WER / Dibromobiphenyl mg/kg 5 o
ZiRMR / Tribromobiphenyl ng kg 5 T

JBJH R / Tetrabromobiphenyl mg/kg |4 % IRC 62321: 20087 3%, R A8 B M/ 5 .

AWM X / Pentabromobiphenyl mg/kg |FEARIEA]. / With reference to IEC 5 n.d.
SRR / Hexabromobiphenyl mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.

RHE R / Heptabromobiphenyl mg/kg 5 =,
ANIEBE R/ Octabromobiphenyl mg/kg 5 Py
LB X / Nonabromobiphenyl mg/kg 5 .
+i&BE X / Decabromobiphenyl ng/kg 5 e
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and, for electronic format documents, subject to Terms and Cenditions for Electronic Documents at hit P ttentlan s
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document s adv |red that information \.antalnad hereon raflects the Company’s
findings at the time of its intervention only and within the limits of client's instruction, if any. T".e Company's sole responsibility is to its Client and this document does not exonerate par ties
to a transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or eppearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the samplels) tested

CPE Tt A A e B 33, Wu Chuan Rd., New Taipei Industrial Park, New Taipei City, Taiwan / #7407 8L 2 5 60 6 H Wi aaE
g DRl LR T TR TG B SRSy t+886 (022299 3279 {4886 (022299 3237 www.sgs.tw
]

Member of the SGS Group
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Test Report

Wit F H Aty A RN 8 / KODAK TRADING CO., LTD. A O
(M &+T & K TOKA / T & K TOKA CO., LTD.)

(R¥FH2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R MG E AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(HFHRAR LD SR LHEI0FEIF AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

3 5 (No.) : CE/2014/50687 B # (Date) : 2014/05/12 H # (Page): 3 of 6

A Bz R % Tdw | EX
(Test Items) (Unit) (Method) R AE (Result)

(MDL) No.1

$ iAW ¥ssfo / Sum of PBDEs mg/kg B o
— R KA/ Monobromodiphenyl ether mg/kg 5 o d
R R/ Dibromodiphenyl ether mg/kg 5 -
ZGRMEREE / Tribromodiphenyl ether mg/kg 5 n.d
W%t REE / Tetrabromodiphenyl ether [ mg/kg %42 1EC 62321: 200893, AR/ H 5 T
R REL / Pentabromodiphenyl ether | mg/kg [4R4RMA. / With reference to IEC 5 n.d.
SRRl / Hexabromodiphenyl ether | mg/kg |62321: 2008 and performed by GC/MS. 5 n.d
AR R84 / Heptabromodiphenyl ether | mg/kg 5 =
AR RE / Octabromodiphenyl ether | mg/kg 5 =
LT R Nonabromodiphenyl ether mg/kg 5 o
&Mt Kft / Decabromodiphenyl ether | mg/kg 5 n.d

3L (Note) :
1. mg/kg = ppm s 0.1wt% = 1000ppm
2. n.d. = Not Detected (F#ih)
3. MDL = Method Detection Limit (7 318 8] 4% FR 18 )
4. "-" = Not Regulated (BHIEE)

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on lequart or accessible at .505. i-Condit
and, for electronic format documents, subject to Terms and Cenditions for Electronic Documents at hit P ttentlan s
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Test Report

AT H B My A Pk 8 / KODAK TRADING CO., LTD. O A0 O i
(#hAX,€#T & K TOKA / T & K TOKA CO., LTD.)

(¥ 2EMB(FH)AM RS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S KB EK/EI&E 2488248 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAFHMHEE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FBRAAL VS E B30 AP H —AE510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

#5445 (No.) : CE/2014/50687 B # (Date) : 2014/05/12 A # (Page): 4 of 6

1) B TeAEE 88 RO R 2EM -( SMENKF ENst ) /These samples were

dissolved totally by pre-conditioning method according to below flow chart. ( Cr*" test method excluded )
2) A #HAH :#41 /Name of the person who made measurement: Climbgreat Yang
3) AlFBFA k& [ Name of the person in charge of measurement: Troy Chang

| %~ ik / Cutting - Preparation
| it ¥4k % F# / Sample Measurement I
& Pb - 45 Cd 2 H R4k Cr*
n v 4 g e
v L 4 y (Note™)
e B T Bl 4k o5 ey 4 H Mo vk il Ak 4T B (e T R R AR R B e LR s S e il B i / Add
#f i} [ Acid digestion by suitable acid depended on Microwave digestion with HNO»/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v ¥
1838 Eltration }—l ot B O B ERAT AL
Ju /Heat to appropriate
=i/ Solution | # ;% /Residue | temperature to extract
1)  #&#aik /Alkali Fusion ik s % / Cool,
* 2) Re&REM /HClto dissolve filter digestate through filter

AR e R T4 A /ICP-AES |

v

#3544 / Sample Material #Aoak iz 4840 / Digestion Acid ho B AR/ Add
A, M, g8, 54/ Eak, sk, HE, QA T RAK S diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNOs, HCIl, HF, H202 color development
ik 3 [ Glass Y gk, 41 F 8k [ HNOa/HF +
£, 5, 2, ME [/ I s /Aquaregia
Gold, platinum, palladium, ceramic BESE-TRAALERE ¥
i / Silver wigk | HNO, ) 5 E A 72 540 nm &y o)
# i / Plastic HLEG, W Rk, WA, BaL / H.SO, H.0, HNOg, HCI A /measure the
L1 /Others o i B 84 3 E R 4888/ Added appropriate absorbance at 540 nm by

reagent to total digestion UV-vIS

Note**: (1) 4t # 3k & B4+ Ho @ b6l {6 k> Ao #h £ 90~95°C 3 He. / For non-metallic material, add alkaline digestion reagent and heat
to 90~95°C.
(2) St & B HH e sbk o Ao E #ME3E R,/ For metallic material, add pure water and heat to boiling.
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A A ML
Test Report

AT H B My A k2 8 / KODAK TRADING CO., LTD. O A0 O i
(#hAX,€#T & K TOKA / T & K TOKA CO., LTD.)

(¥ 2EMB(FH)AM RS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

S KB EK/EI&E 2488248 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAFHMHEE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FBRAA L VS B30 AP B —AE510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

#5445 (No.) : CE/2014/50687 B # (Date) : 2014/05/12 A # (Page): 5 of 6

$am R/ 5 B XA E / PBB/PBDE analytical FLOW CHART

B AR ¢ fi% / Name of the person who made measurement: Roman Wong
B A f A fkikE /[ Name of the person in charge of measurement: Troy Chang
1 R MSAAZ A/ First testing process ——

i k4L 4/ Optional screen process semmm s m:

#3242 & / Confirmation process — - — -p

| Sample / # & |
¥
| Sample pretreatment / 1.5 37T & 2 |
E Screen analysis / 47 4 #7 B

v

Sample extraction 1k & 3 B/
Soxhlet method % & 3 i

]
v

Concentrate/Dilute Extracted solution

R AE IR AF
3
| Filter / 3% sk i@ |
v
| Analysis by GoMS / i ek madr |
I
A
| Issue Report 314 % |
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Test Report

FTiEq H Mty A MRw & / KODAK TRADING CO., LTD. |GG
(A ##T & K TOKA / T & K TOKA CO., LTD.)

(#FHEEM(FA)A RS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

LT AR B X/ZIB245824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAWAEE AR"T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FBAARED SR R E0WIE P B —E510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

*BAPRAFERT NATHETERAZES/FE. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

CE/2014/50687

#% L LR (End of Report) *#
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Signature Not Verified

For Question,
Please Contaft with SGS
www.tw.sgs.gom
- é i)
R AL en s |
%45 (No.) : CE/2014/50688 0 # (Date) : 2014/05/12 H # (Page): 1 of 6

Test Report

ik Y H Ry RS 8 / KODAK TRADING CO., LTD. (R A
(#hA, €47 & K TOKA / T & K TOKA CO., LTD.)

(P HEHRMB(FHE)ATR S / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

LI AE B AR IE243524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R MG E AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHRARE LY SR LHEI0FEI AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

RTE Rl PHERBATIRMEAEL (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) @

#EARB T (Sample Submitted By) : AT H HB A A RR 5 (KODAK TRADING CO., LTD.)
t oo & #5 (Sanple Description) : SUPER TEK GT BLACK ML (SUPER TEK GT EML)

J5 B (Country of Origin) : EH A& (JAPAN)

Y4 B ¥ (Sample Receiving Date) . 2014/05/06

XA R (Testing Period) : 2014/05/06 TO 2014/05/12

M3 E K (Test Requested) : (RIEF P K, SHRoHS 2011/65/EU Annex 11 4544745, 45, K, ~f4, 5 4m
o, B RBE AR . (As specified by client, with reference to RoHS Directive
2011/65/EU Annex II to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs

contents in the submitted sample.)

M3 F ik (Test Method) s # R T—H (Please refer to next pages).

M 3K 4 K (Test Results) #HAF—H8 (Please refer to next pages).

Chemical Laborat[:ry — Taipei
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AR ML
Test Report

FiEH H A A R 8 / KODAK TRADING CO., LTD. A R
(B &+T & K TOKA / T & K TOKA CO., LTD.)

(R#FH 2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FA A5 E AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(FHRARE LY SR LHEI0FEI AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

35 (No.) : CE/2014/50688 B # (Date) : 2014/05/12 B # (Page): 2 of 6

K 42 F (Test Results)

38 38 88 42 (PART NAME)No.1 i E & -F4k (BLACK PASTE)

¥ & 4A L $ 3

XA 8 i R AT & ERE | (Result)

(Test Items) (Unit) (Method)

(MDL) No.1
43 / Cadmium (Cd) mg/kg |42 IEC 62321-5: 2013% 3, W& BB 2 n.d.
TR T B AR / With
4% / Lead (Ph) mg/kg |reference to IEC 62321-5: 2013 and 2 n.d.
performed by ICP-AES.
s / Mereury (Hg) ng/kg |%FIEC 62321-4: 2013 3%, WAEEABE 2 n.d.
FAR T A R RARA. / With
reference to IEC 62321-4: 2013 and
performed by ICP-AES.
{8 4% / Hexavalent Chromium mg/kg |$#IEC 62321: 2008F %, ¥AUV-VISHR]. 2 n.d.

Cr(VI) / With reference to IEC 62321: 2008
and performed by UV-VIS.

$ 4B XA / Sun of PBBs mg/kg B .
— B / Monobromobiphenyl mg/kg 5 e
Zi&WER / Dibromobiphenyl mg/kg 5 o
ZiRMR / Tribromobiphenyl ng kg 5 T

JBJH R / Tetrabromobiphenyl mg/kg |44 1RC 62321: 20087 3%, R A8 B I/ 5 .

AWK / Pentabromobiphenyl ng/kg |HEM&HMA. / With reference to IEC 5 —
SRR / Hexabromobiphenyl mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.

RHE R / Heptabromobiphenyl mg/kg 5 =,
ANIEBE R/ Octabromobiphenyl mg/kg 5 Py
LB X / Nonabromobiphenyl mg/kg 5 .
+i&BE X / Decabromobiphenyl ng/kg 5 e
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Test Report

it H Aty A RN 8 / KODAK TRADING CO., LTD. A R
(B &+T & K TOKA / T & K TOKA CO., LTD.)

(R#FH 2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249524 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R MG E AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHRARE LY SR LHEI0FEI AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

35 (No.) : CE/2014/50688 B # (Date) : 2014/05/12 H # (Page): 3 of 6

A Bz R % Tdw | EX
(Test Items) (Unit) (Method) R AE (Result)

(MDL) No.1

$ AW ¥asfo / Sum of PBDEs mg/kg B 4
— R R EE /S Monobromodiphenyl ether mg/kg 5 0 d.
RN R EE /S Dibromodiphenyl ether mg/kg 5 = s
ZGRMEREE / Tribromodiphenyl ether mg/kg 5 n.d.
W%t RBE / Tetrabromodiphenyl ether [ mg/kg %42 1EC 62321: 200893, AR/ H 5 o
B RMREL / Pentabromodiphenyl ether | mg/kg [4R4RMA. / With reference to IEC 5 n.d.
N At / Hexabromodiphenyl ether | mg/kg |62321: 2008 and performed by GC/MS. 5 n.d.
AR RE / Heptabromodiphenyl ether | mg/kg 5 o
AR A& / Octabromodiphenyl ether | mg/kg 5 .
LT R Nonabromodiphenyl ether mg/kg 5 G e
&Mt Kft / Decabromodiphenyl ether | mg/kg 5 n.d.

3L (Note) :
1. mg/kg = ppm s 0.1wt% = 1000ppm
2. n.d. = Not Detected (F#:h)
3. MDL = Method Detection Limit (7 318 8] 45 FR 18 )
4. "-" = Not Regulated (BHIEE)
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FiEE H AR 8 / KODAK TRADING CO., LTD. A R
(M &+T & K TOKA / T & K TOKA CO., LTD.)

(R¥FH2EB(FH)A MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST REEK/RIE249824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FAMAGE AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)

(HFHRAR LD SR LHEI0FEIF AP B —AE510%F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)
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1) R T REE ZEH R R B8 -( SRS RAFEmSt ) [ These samples were

dissolved totally by pre-conditioning method according to below flow chart. ( Cr** test method excluded )
2) @ #EAH 444 /Name of the person who made measurement: Climbgreat Yang
3) AFEBF A R4S [ Name of the person in charge of measurement: Troy Chang

| %~ #5452/ Cutting - Preparation

v

| i X4k % F ¥ / Sample Measurement |

I
iy Bl 2 H # R4 Cr®
% Pb 43 g -+
L 4 v y (Note™)
R AE 7 B A b 6 H T M ek il A AE AT B (e T & B B AR SR E Lk S oo il B 4 ik / Add
7y <= ) [ Acid digestion by suitable acid depended on Microwave digestion with HNO«/HCI/HF appropriate amount of
different sample material (as below table) l digestion reagent
v ¥
1838 (Eltration |_l ok B O B RAT AL
Ju /Heat to appropriate
ik | Solution | ;& /Residue | temperature to extract
1) &k /Alkali Fusion ik i % | Coal,
+ 2) BECEM [HClto dissolve filter digestate through filter

A & T YR T R4 AR (ICP-AES |

v

# &4 / Sample Material F fak iz #41 / Digestion Acid ha B B BB | Add
iR, W, d8, W/ Eqk, hak, Bee, AAs, 2 RA S diphenyl-carbazide for
Steel, copper, aluminum, solder Agua regia, HNOz, HCl, HF, Hz02 color development
%1 [/ Glass = g, & fUEE f HNOo/HF *
&, 44, f2, ME / Xk /Aquaregia
Gold, platinum, palladium, ceramic RS E-TRALSR F
4 /[ Silver & & [ HNO, K 5 R A 7L 540 nm &) R
# i / Plastic HEE, O Rk, Hiak, Bak / H.S0. HoOz HNOg, HCI A [ measure the
£ 14s [ Others Ao il e E £ % 488 / Added appropriate absorbance at 540 nm by

reagent to total digestion UV-vIS

Note**: (1) 4t #f 3k & B4 #H o 2ok 4 46 2> Ho $4 F 90~95'C % Be. / For non-metallic material, add alkaline digestion reagent and heat
to 90~957T.
(2) $t# & B H# e sbk - o F AR ./ For metallic material, add pure water and heat to bolling.
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ATiEH 5 Mty A Pkw 8] / KODAK TRADING CO., LTD. ARERERR TR AR
(# X #4T & K TOKA / T & K TOKA CO., LTD.)

(¥ BEMB(FHR)H MRS / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST AR BEA/GIE2488248 / 2F, NO. 24, TAT YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN

(T173-0001 R FARMHIGE A9T34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(FHdARE TS A PHEI0EIE P 0P —A510% / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

845 (No.) : CE/2014/50688 H#) (Date) : 2014/05/12 B $ (Page): 5 of 6

$iamE/ 5 AW AN I ASLE / PBB/PBDE analytical FLOW CHART

B AR i / Name of the person who made measurement: Roman Wong
B A A kB [ Name of the person in charge of measurement: Troy Chang
# R RMSAAZ A/ First testing process ——

FEIFHE G AL Optional screen process smsms s

53242 % / Confirmation process = - = «p

| Sample / #:4 |
v
| Sample pretreatment / 15 77 & 12 |

Screen analysis / #7547 :

n
v

Sample extraction 1% %3 R/
Soxhlet method 4 X 3 J:

]
v

Concentrate/Dilute Extracted solution

3 RGHE b T AF
¥
| Filter / # Ik i@ |
-
| Analysis by GG/MS / #.48 /& A7 ' 3% 1§ 5 #t |
v

| Issue Report #3730 & |
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Test Report

FTiE % % W4y 4 FR 22 3] / KODAK TRADING CO., LTD.
(#hA, €47 & K TOKA / T & K TOKA CO., LTD.)

(L#FH 2 EMB(FH)H ML / TOKA INK INTERNATIONAL (HONG KONG) LTD.)

ST RE B A/AI%243824 / 2F, NO. 24, TAI YUAN ROAD, DATONG DIST, TAIPEI CITY, TAIWAN
(T173-0001 $FAEHAGE AvT34-8 / 34-8, HON-CHO ITABASHI-KU, TOKYO 173-0001, JAPAN)
(BB ARL Y EE L E305|ITE PR —E510F / ROOM 510, TOWER 1, SILVERCORD NO. 30, CANTON RD., T.S.T.
KOWLOON, HONG KONG)

* BRI AHHEET ATAETRENZHS/H/E. *

(The tested sample / part is marked by an arrow if it's shown on the photo.)

CE/2014/50688

SUPER TEK GT
BLACK (ML

#% A LER (End of Report) *#

Atte is
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